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Abstract: The medical healthcare industry uses titanium and its alloys to manufacture structural
implants such as hip and knee replacement joints, which require an interface with bone, as well
biocompatibility with soft tissue. These components can be manufactured with a variety of processing
routes; however, forging has been one of the traditionally used, successful methods. In order to enhance
a medical implant component’s properties such as fracture toughness, strength, microstructure and
biocompatibility, it is of interest to understand a capability to develop forging methods which can
produce a finished component such that different initial partitions of the billet occupy specific locations.
As such, a 3D finite element (FE) modelling framework was established to simulate the coupled
thermal and mechanical processes experienced during the forging of a workpiece containing multiple
titanium-alloy material partitions, using the commercial FE software, Deform. A series of four models
were simulated which contained differing arrangements of partitioning the initial billet, with different
titanium alloys assigned to partitions. The forging operation was simulated with the same nominal
processing parameters. The locations of these partitions within the final forging have been predicted,
with varying success. One partition combination gave a very unsuccessful filling of the die, whilst
the other models all filled the die correctly, and had different partitions maintained at key component
locations. Thus, allowing for a manufacturing methodology to be presented which can potentially
target specific component locations for specific materials to enhance component performance.

Keywords: Ti-6Al-4V; commercially pure titanium (CP-Ti); composition; materials properties; finite
element; modelling

1. Introduction

Over the last 40 years, commercially pure titanium (CP-Ti) and its alloys have replaced
cobalt–chromium alloys which, in turn, replaced stainless steel as the predominant metal in medical
implant devices [1]. Titanium was described as a physiologically indifferent metal and toxicologically,
very benign [2]. CP-Ti has been successfully used commercially for bone plate implants [3] and for the
metal back shell in a hip replacement joint [4], whilst the most common Ti alloy, Ti-6Al-4V, is used for
the hip stem component of a hip joint [3], and for the various parts of a knee replacement joint [4].
Note that titanium alloys, or CP-Ti, are specifically used for structural, load-bearing implants, and as
such, it is the interfacial interactions with bone, as opposed to just interactions with soft tissue - as it is
the skeletal–titanium implant hybrid system - which is of critical importance to a load-bearing implant.

The common biological response to a foreign object presence, such as an implant, is to isolate
the object from the surroundings with a layer of fibrous tissue, varying in thickness based upon the
implant material [5]. However, in the case of load-bearing, structural implants, this biological response
is unacceptable as it limits the required interface between bone and implant. However, the body
naturally accepts titanium and Ti alloys, with a unique biocompatibility rarely equalled [5]. It was
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proposed within the literature [4,5] that the oxide layers forming at the surface, TiO, TiO2, Ti2O3 and
Ti3O4 assist in this biocompatibility property.

For titanium alloys such as Ti-6Al-4V, a standardised adaptation of the composition is often
to specify an “extra low interstitial” (ELI) oxygen for medical applications, as well as certain other
applications. The ELI oxygen composition content is typically 0.13 wt %, compared to a more standard
0.2 wt % [6]. However, the regulation of new materials and modern manufacturing processes used to
produce medical implant components is highly controlled [7].

Thus, more traditional manufacturing routes for titanium implant components, such as forging, still
represent a key technology for the industry [8,9]. Research into the processing and materials properties
of titanium alloy components has focused typically on a number of areas. These include the impact of
alloying elements upon mechanical properties [10], manufacturing routes [11], and microstructure
development [12]. Extensive research has been carried out on the effects of heat treatment, with
Ikeda [13] reporting a higher hardness can be achieved for a heat-treated β alloy suitable for implant
use. Useful guides to the processing conditions for a forging of Ti-6Al-4V are given in the literature [14],
with typical temperatures in the region of 900–1000 ◦C. Adamus [14] also indicated that the experienced
strain rate was critical for determining the resulting component property.

Forging of so-called ‘multi-body’ or ‘multi-object’ components has been considered more recently
within the literature [15]—albeit for billets of an aluminium alloy and stainless steel. Using Finite
Element (FE) computational methods and experimental trials, two objects in contact were ‘forged’
together over a short distance of 6 mm to produce a successfully bonded finished component. Within
the FE model, contact between objects is controlled by the penalty method [16].

A simpler FE approach would be to consider multiple partitions within a single billet.
A forged component may benefit from possessing different properties at specific locations for either;
(i) bio-compatibility reasons, e.g., (i) component interfaces with bone or soft tissue, (ii) mechanical
requirements such as strength or fracture toughness, or (iii) microstructural characteristics. It is,
therefore, of considerable industrial relevance to understand whether a forged component can be
manufactured with a priori knowledge of where different partitions of the billet with differing material
assigned to them will finish, to allow for mechanical, microstructural or bio-compatibility properties
to be tailored to requirement. These variations within the starting billet may be present through
heat treatments, coatings or through a more rudimentary means whereby different sections of billet
contain different bulk material. Manufacturing of multi-material components can also be achieved
in modern manufacturing methods such as the additive layer processing routes, including selective
laser melting (SLM) [17–19], direct laser deposition (DLD) [20,21] and wire-arc additive manufacturing
(WAAM) [22]. This can be achieved by changing powder feedstock at different sections of a build, to,
therefore, produce a multi-material final component [23] which can target specific locations within
the component for specific materials properties by sensible selection of powder. Given that these
additive manufacture routes involve the use of powder metals, an inherent concern when considering
placing these components inside the body is the presence of a lack-of-fusion type of defect, whereby
unprocessed (and thus un-fused) powder remains within a component. The likelihood of contaminating
a patient with micro particles, through component wear or poor surface finish, whilst small, carries
considerable risk to health.

As such, the objective of this work was to establish whether a process model for a multi-partitioned
billet undergoing a typical forging route could be established, which can predict the partition separation
after forging. This was to be done theoretically, using FE modelling and process simulation to predict the
forging behaviour of an initial billet which has been assigned different materials properties to different
partitions of the billet. A successful modelling approach would then allow for future design strategies
for the initial billet which may target specific locations in the finished component to be produced from
one of the partitions, thus allowing for location-targeted enhanced mechanical, bio-compatible or
microstructural properties.
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2. Materials and Methods

A 3D fully coupled thermal–mechanical forging process modelling framework was developed,
using commercial FE forming and forging code, Deform (v11.3) [24]. The model considered a 35 mm
diameter by 42 mm height cylindrical initial billet and used a commercial forging tooling geometry for
the production of a medical implant component (see Figure 1a,b).
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As illustrated in Figure 1a, the medical implant component consists of a central column, with
two supporting “wing” structures and a base. It is formed from the initial cylindrical billet as
described previously. Convective heat transfer between billet and a stationary air atmosphere was
set to 20 W·m−2

·K−1 [25], and emissivity was 0.6. Heat transfer between tooling and billet was
5000 W·m−2

·K−1 [26]. A friction coefficient of 0.25 was employed at the billet–steel tooling interface [24].
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The surrounding atmosphere was set at 20 ◦C, and the billet had a starting temperature of 970 ◦C, in
line with suggested forging temperature from the literature [14]. The lower tooling was set to move
toward the fixed upper tooling at a forging speed of 2 mm/s.

A series of models were prepared and simulated, each with differing partitioning of the initial
billet, to assign slightly different material properties to different sections. Figure 2 and Table 1 illustrate
the starting partitions and material of each billet.
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Figure 2. Partitioning of the cylindrical billet into different material regions to allow for study of
location-specific properties throughout the forging deformation.

Table 1. Initial billet condition.

Model Description Material 1 Material 2 Material 3

1 Single phase Ti-6Al-4V ELI - -
2 Core and Shell Ti-6Al-4V ELI Ti-6Al-4V (high O2) -
3 2 bulk layers Ti-6Al-4V ELI Ti-6Al-4V (high O2) -
4 3 bulk layers Ti-6Al-4V ELI CP-Ti Ti-13V-11Cr-3Al

Model 1 was the control case, a simple single partition cylinder, assigned the properties of Ti-6Al-4V
ELI with a maximum oxygen content of 0.13 wt %. Materials modelling database JMatPro [27] was
used to predict tabulated flow stress–strain relationships, conductivity, modulus of elasticity, specific
heat and Poisson ratio for each material of interest, as a function of temperature. Model 2 considered a
partitioned billet with a 500 microns-thick outer shell layer, containing a tabulated material model to
represent Ti-6Al-4V with much greater oxygen pick up ( 1

2 wt %), and a core of the same basic Ti-6Al-4V
ELI as used prior. Model 3 used the same material combinations as Model 2, except in dual bulk layer
formation in the initial billet. Whilst Model 4 used a tri-layer bulk partitioning of the initial billet, with
the central layer using the standard Ti-6Al-4V JMatPro tabulated model, whilst the other layers used
Deform library material files for two different Ti alloys with considerably different conductivity, specific
heat and flow stresses, Ti-13V-11Cr-3Al, and CP-Ti. Figure 3 presents the thermo-physical properties,
and Figure 4 presents the stress–strain relationships used in the FE code for the titanium alloys.
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No relative sliding at the partition interfaces was permitted. Whilst this represents a considerable
assumption for the bulk interface phases, it is a sensible assumption to make for the core and shell
model where an outer shell region differs through greater oxygen pick up at the surface. If relative
contact between partitions were to be introduced, either a penalty method or a Lagrange multiplier
method would be used [15,16].

Modelling parameters describe the way the FE software allows the complex thermal and mechanical
calculations to be computed, by discretising the time (with a small time-step) and discretising the
Cartesian spatial geometry (by breaking the domain in to discrete 3D elements of a mesh). For the
process models considered in this work, a time step of 0.05 s was used, whilst the mesh contained
150,000–240,000 elements (depending upon the partitioning arrangement) and automatic re-meshing
was triggered at a relative element interference of 0.25 mm.

3. Results

3.1. Thermal

The 3D forging modelling framework was computed in a fully coupled thermal–mechanical
environment, with temperature and all mechanical outputs (including stress, strain) computed by the
FE software, at each time-step and each element. The thermal predictions within the workpiece after a
fixed time period of applied force are presented in Figure 5. Note that the finished forged component
is only the section of the forging that matches the component in Figure 1a, the remainder is sacrificial
flash material for removal, extruded out between the forging tooling, usually as a thin sheet.
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Model 4, at the same time-frame through the forging process.

As can be observed within the predicted thermal profiles at a fixed time-frame, Models 1 to 3
have only very minor variations within their thermal field. The extruded flash material is predicted
to be marginally hotter in Model 3 (with a much larger quantity of the Ti-6Al-4V with greater O2

content), and thus with marginally higher flow stress values at the elevated temperatures of the forging,
although the ~1% temperature difference is smaller than the likely error associated with FE modelling,
thus negligible. However, peak temperatures in Models 1 to 3 are predicted to be highest at the same
locations, namely a ring of extruded flash material which is impinged by a radius within the die, and at
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the intersection points of the central column with supporting wings. Peak temperatures for these three
models are within approximately 1000–1010 ◦C.

However, for Model 4, the model has predicted a drastically different forging response, which has
clearly produced a highly unsuccessful forging. This is caused by the presence of a substantial layer of
CP-Ti within the partitioned initial billet, which has a substantially different flow stress characteristic
to the considerably more industrially used Ti-6Al-4V, when consulting the literature [28–30], as well as
interrogation of the values inputted in the material databases for FE modelling, has shown that flow
stress–strain curves for CP-Ti to be roughly 10% to 35% lower than that of Ti-6Al-4V, comparing data
for alike temperature and strain rate. The softer CP-Ti has deformed so much that the material has
moved outside of the tooling guides to form the component, and thus in to the un-recoverable flash
material, very shortly after the load was applied. Temperatures are, therefore, lower as the workpiece
is not experiencing the same shear-induced heating as for other cases.

3.2. Mechanical Partitions

One benefit of FE modelling is that it is possible to perform a simulated test case of an experiment
that would be difficult to set up in reality; as is the case with Model 4, where it would be difficult to
experimentally observe the forging response. However, using this combination of CP-Ti and Ti-6Al-4V
in a partitioned billet, the softer CP-Ti is deforms easily, therefore, providing no mechanical constraint
to drive the Ti-6Al-4V part of the billet into the recessed tooling, and simply forming a larger volume
of flash material than is predicted for the other conditions.

However, it is the location of the partitioned regions of the billet, once the component reaches
final forging shape, which will determine whether a forging process such as this has capability to
target specific locations within the final component for differing materials properties. The final forging
component, with partition regions displayed, are presented to show the component from an isometric
view of the surface (Figure 6) and at a cross-sectional slice through the component (Figure 7) for all
models. Recall that Model 1 is the control model with a single material partition, thus the resulting
isometric view and cross-sectional view simply illustrate the single partition and material.
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The partitioning of the workpiece after forging in Model 2 (see Figure 6b) illustrates predicted
regions whereby the “core” partition breaks through the outer partition to form a fresh surface as
a result of the deformation. This would be an unsatisfactory outcome if the “shell” is required for
biocompatibility reasons, hence this may suggest that a thicker outer shell region than the 500 microns
used here is required. Further interrogation of the cross-section (Figure 7b) illustrates the presence of
the thin outer shell partition which has thickened in places, but thinned in others. One could use this
information as a methodology to target specific locations for specific properties. It is unsurprising
that the thin surface partitioning is struggling to remain at the surface of the final forged component
at locations with edges and corner features with fillets and radii, where forging strains are likely to
be highest.

The partition regions at the surface for Model 3 (see Figure 6c) are more clearly defined than for
Model 2 in the central column, with the interface remaining predominantly a single line, albeit it with
some mesh dependence indicated by the triangular protruding boundary. The model predicts that the
upper-layer material has formed the entire surface section of the component, barring the bottom half of
the base, strongly suggesting that a bulk layered initial billet could nicely produce a uniform surface of
the final forged component with targeted properties, based upon this partition’s material composition.
It is interesting that the finished component geometry, without the sacrificial flash, maintains a very
structured partitioning overall, a result that does strongly imply that different sections of the final
forging component shape can be targeted for specific materials with required properties.

However, the flash material, where the thickness is down to less than 2 mm, sees the two partitions
mixed in a patchwork-quilt-type pattern. This is likely a realistic prediction, given the very narrow
section that the material is being extruded through once it exits the actual desired component geometry,
and into the sacrificial flash. Given that this flash is simply to be trimmed away, the fact that the
partitions have become very mixed would not be an issue. The extruded flash material displays this
very unstructured mix of partitions across all models (except the single partition Model 1), although
the effect is most prominent in the two models with bulk layers of differing partitions, namely Models
3 and 4.

Model 4 (see Figure 6d) predicts a catastrophic forging attempt, based upon the material
combination selected. The remnant of the forging is predicted to contain almost entirely Ti-13V-11Cr-3Al
in the small portion of the central column that has been successfully formed, and a predominantly
Ti-6Al-4V ELI partition in the base of the component. Within the extruded flash there is also largely
Ti-6Al-4V ELI, although significant portions of the Ti-13V-11Cr-3Al are present as a patchwork effect.
The CP-Ti partition is also present, at the very edge of the flash, where it has been forced out. Model 4
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(Figures 6d and 7d) also predicts that a region of the CP-Ti partition material becomes trapped at the
radii corner regions within the base of the final component. This is because it is the easiest material to
deform, and as it was the base layer in the trio of material it has forged into these corner regions early
in the process. The frictional condition applied between tooling and billet must then keep the CP-Ti in
this location, rather than the following material forcing it to be pushed out.

Note, that the predicted location of partition boundaries does still display some sensitivity to the
mesh density. As the partition boundary must not cross through elements, so at times, the triangular
2D elements can be seen protruding or yielding a non-smooth partition. The volumetric proportions of
respective partitions can additionally become corrupted at re-meshing stages during the FE modelling
process. In order to restrict this as much as possible, the model was forced to maintain volume through
both FE calculation and re-meshing steps using the relevant command. Despite this, the predicted bulk
separations of the material partitions do suggest that within this framework for the FE modelling of a
forging operation, a capability to determine final component partition distributions which may yield
enhanced properties based upon differing material composition, including trace element composition
such as differing oxygen content, or more substantial alloying element changes, is feasible.

4. Discussion

Industrially, this potentially offers exciting manufacturing developments whereby component
forging can be performed after finite element modelling with partitioned billets, to determine final
component partition distributions which may allow for enhancements of the component performance
in service. Whilst the medical industry is a good example that this methodology could benefit, with
specifically biocompatibility in mind, there is no reason why automotive or aerospace components that
can currently be forged would not also benefit from this partition distribution modelling approach,
and as such, potentially allow for enhanced component properties at critical locations.

In terms of fabrication of an initial billet with “partitions” such as those presented here, further
experimental trials would be required. The type of billet partitioning, such as the core and outer shell
structure of Model 2, is readily feasible with a short heat treatment—whereby the atmospheric heat
only has time to conduct to a certain depth from the surface to give a microstructural variation in the
partitions, or with a mass transfer operation such as carburising, nitriding or carbonitriding, to give a
compositional variation in partitions. These techniques would, therefore, determine a succession of
compositions from the surface to the unaffected core region [31], which may be represented with a
series of discrete partition layers. Whilst these surface heat treatment and mass transfer techniques
could equally be adopted post forging to generate surface modifications, they would not allow for any
internal partitioning.

Fabrication of a bulk layered billet, which can give subsequent useful internal partitioning after
forging, is a little more complex. Experimentally, techniques such as vapour deposition [32] can
generate thin-layered structures, although their rate of deposition may make then unsuitable for
bulk-layer structures. A powder interlayer bonding method for titanium alloys [33] may be able to join
two differing alloy layers, although this method would be using powder metallurgy, which would
raise the same health and safety issues concerning powder metals in medical implants as for additive
manufacturing. A button melting/casting approach may potentially be able to cast and cool each
layer of an initial billet on top of one another sequentially, although the wettability of the different
alloys would determine the successful bonding between layers, to match the perfect partitioning of the
FE model.

However, the optimal use of partitions within the initial billet for forging may be using a
combination of the two partition approaches considered in this work, namely a combination of
bulk-layered partitions, with an outer shell/coating partition as well. This may offer the best final
partition distribution to tailor specific properties. Additionally, varying the forging processing
parameters, and the impact this may have upon final forged component partitions has not been
explored so far. For this methodology to provide a feasible manufacturing route for the production of
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components with partition distributions, and as such, targeted locations for enhanced properties, the
fabrication of these layered billets would need considerable further experimental research.

5. Conclusions

An FE framework to allow for multi-partition bodies to be simulated through a large deformation
process forging operation has been presented. A series of different initial billet partitioning arrangements
(single phase, core and shell, two-bulk-layer, three-bulk-layer) have been simulated through the same
forging operation. The following conclusions are drawn:

• A shell partition (initial 500 microns outer shell on the starting billet) is not quite fully preserved
throughout the entire surface of the finished component after forging, although re-meshing issues
have actually caused the layer to thicken slightly in places. Regions where the core partition
breaks through the outer shell surface and forms part of the subsequent final shape surface are
shown, via FE modelling, to likely occur at corners and radii features where the strain experienced
by the billet is greatest. A thicker initial shell partition is suggested to increase the likelihood of
maintaining the shell across the final component surface.

• An initial partition of multiple bulk layers is predicted to maintain its two-bulk-layer structure
particularly well in the central column region of the final forged component, if sensible materials
(with similar flow stresses) are combined. However, if poorly selected materials with considerably
different flow stresses are combined, the softer material deforms so much that it escapes the
tooling and becomes unrecoverable flash, thus leaving the forging tooling under-filled.

• A forging operation on a billet which contains multiple partitions for different materials, could
potentially allow for a targeted process parameter set which produces a final component partition
distribution, which can allow for enhancement of particular mechanical or biocompatible properties
at certain regions of the finished workpiece. For example, the tip and base of the central column
of this geometry, should a requirement for different mechanical properties or microstructure be
required for strength, toughness or biocompatibility.

Author Contributions: Conceptualization, R.T.; methodology, R.T.; software, R.T., N.W.; formal analysis, R.T.,
J.A.; investigation, R.T.; data curation, R.T.; writing—original draft preparation, R.T.; writing—review and editing,
R.T., N.W., J.A.; supervision, N.W.; project administration, R.T., J.A.

Funding: This research received no external funding.

Acknowledgments: The authors would like to thank Tomas Brownsmith and James Farrar, of Wilde Analysis,
Stockport, United Kingdom, for Deform FE software technical support. Thanks are offered to Sente software
(Surrey Research Park, Guildford, GU2 7YG, United Kingdom)—the developers of the JMatPro materials database
software, and SFTC (Farmers Drive, Columbus, Ohio 43235, United States)—the developers of Deform FE software.

Conflicts of Interest: The authors declare no conflict of interest.

References

1. Van Noort, R. Titanium: The implant material of today. J. Mater. Sci. 1987, 22, 3801–3811. [CrossRef]
2. Williams, D.F. Systemic Aspects of Biocompatibility; CRC Press: Boca Raton, FL, USA, 1984.
3. Lutjering, G.; Williams, J.C. Titanium, 2nd ed.; Springer: Berlin, Germany, 2007; ISBN 978-3-540-71397-5.
4. Yao, C.; Lu, J.; Webster, T.J. Chapter 2: Titanium and CoCr alloys for hips and knees. In Biomaterials for

Artificial Organs; Woodhead Publishing: Cambridge, UK, 2011; pp. 34–55.
5. Albrektsson, T.J. Direct bone anchorage of dental implants. Prosthet. Dent. 1983, 50, 255–261. [CrossRef]
6. Carpenter Technology Product Datasheet, Titanium Alloy Ti 6Al-4V ELI. 2019. Available online: https:

//www.carpentertechnology.com/en/product-solutions/titanium-alloy-ti-6al-4v-eli/ (accessed on 21 June
2019).

7. House of Commons. Science and Technology Committee—Regulation of Medical Implants in the EU and UK—Fifth
Report of Session; The Stationary Office Ltd.: London, UK, 2013; Volume II.

http://dx.doi.org/10.1007/BF01133326
http://dx.doi.org/10.1016/0022-3913(83)90027-6
https://www.carpentertechnology.com/en/product-solutions/titanium-alloy-ti-6al-4v-eli/
https://www.carpentertechnology.com/en/product-solutions/titanium-alloy-ti-6al-4v-eli/


J. Manuf. Mater. Process. 2019, 3, 69 11 of 12

8. Sidambe, A.T. Biocompatibility of Advanced Manufactured Titanium Implants, A Review. Materials 2014, 7,
8168–8188. [CrossRef] [PubMed]

9. Forginal Medical, Thiers, France 63 300. Available online: https://www.forginal-medical.com (accessed on
22 June 2019).

10. Okazaki, Y.; Ito, Y.; Ito, A.; Tateishi, T. Effect of Alloying elements on mechanical properties of Titanium
alloys for medical implants. Mater. Trans. JIM 1993, 34, 1217–1222. [CrossRef]

11. Murley, J.; Wigginton, B.; Baswell, I. Method of Manufacturing Surgical Implants from Cast Stainless Steel
and Product. U.S. Patent No. US4775426A, 4 March 1986.

12. Zhu, Y.T.; Lowe, T.C.; Valiev, R.Z.; Stolyarov, V.V.; Latysh, V.V.; Raab, G.J. Ultrafine-grained titanium for
medical implants. U.S. Patent No. US6399215B1, 28 March 2000.

13. Ikeda, M.; Komatsu, S.Y.; Sowa, I.; Niinomi, M. Aging behaviour of a Ti-29Nb-13Ta-4.6Zr new beta alloy for
medical implants. Meter. Trans. A 2002, 33, 487–493. [CrossRef]

14. Adamus, J. Forming of the titanium implants and medical tools by metal working. Arch. Mater. Sci. Eng.
2007, 28, 313–316.

15. Nielsen, C.V.; Zhang, W.; Martins, P.A.F.; Bay, N. Manufacturing involving forging of multiple objects in
contact. In Proceedings of the 6th JSTP International Seminar on Precision Forging, Kyoto, Japan, 11–14
Mary 2013.

16. Babuska, I. The Finite Element method with Penalty. Math. Comput. 1973, 27, 221–228. [CrossRef]
17. El-Sayed, M.; Ghazy, M.; Yehia, Y.; Essa, K. Optimization of SLM Process Parameters for Ti6Al4V Medical

Implants. Rapid Prototyp. J. 2018. [CrossRef]
18. Mohammed, M.T. Mechanical Properties of SLM-Titanium Materials for Biomedical Applications: A Review.

Mater. Today Proc. 2018, 5, 17906–17913. [CrossRef]
19. Hallmann, S.; Glockner, P.; Daniel, C.; Seyda, V.; Emmelmann, C. Manufacturing of Medical Implants by

Combination of Selective Laser Melting and Laser Ablation. Lasers Manuf. Mater. Proc. 2015, 2, 124–134.
[CrossRef]

20. Clark, C.; Whittaker, M.T.; Bache, M.R. Microstructural Characterization of a Prototype Titanium Alloy
Structure Processed via Direct Laser Deposition. Meter. Trans. B 2012, 43, 388–396. [CrossRef]

21. Syed, W.; Pinkerton, A.J.; Li, L. Simultaneous wire- and powder-feed direct metal deposition: An investigation
of the process characteristics and comparison with single-feed methods. J. Laser Appl. 2006, 18, 65. [CrossRef]

22. Williams, S.W.; Martina, F.; Addison, A.C.; Ding, J.; Pardal, G.; Colegrove, P. Wire + Arc Additive
Manufacturing. Mater. Sci. Technol. 2016, 32, 641–647. [CrossRef]

23. Bandyopadhyay, A.; Heer, B. Additive manufacturing of multi-material structures. Mater. Sci. Eng. Rep.
2018, 129, 1–16. [CrossRef]

24. Scientific Forming Technologies Corporation, 2545 Farmers Drive, Suite 200, Columbus, Ohio 43235, United
States. Available online: www.deform.com (accessed on 25 June 2019).

25. The Engineering Toolbox. Available online: https://www.engineeringtoolbox.com/convective-heat-transfer-
d_430.html (accessed on 16 July 2019).

26. Kang, J.H.; Lee, K.O.; Kang, S.S. Heat transfer coefficient for FE analysis in the warm forging process. J. Achiev.
Mater. Manuf. Eng. 2007, 20, 367–370.

27. Saunders, N.; Guo, Z.; Li, X.; Miodownik, A.P.; Schillé, J.P. Using JMatPro to model materials properties and
behavior. JOM 2003, 55, 60–65. [CrossRef]

28. Magargee, J.; Morestin, F.; Cao, J. Characterization of Flow Stress for Commercially Pure Titanium Subjected
to Electrically Assisted Deformation. J. Eng. Mater. Technol. 2018, 135, 041003. [CrossRef]

29. Reddy, N.S.; Lee, Y.W.; Park, C.H.; Lee, C.S. Prediction of flow stress in Ti–6Al–4V alloy with an equiaxed
α+β microstructure by artificial neural networks. Mater. Sci. Eng. A 2008, 492, 276–282. [CrossRef]

30. Liu, R.; Hui, S.X.; Ye, W.J.; Li, C.L.; Fu, Y.Y.; Yu, Y.; Song, X.Y. Dynamic stress–strain properties of Ti–Al–V
titanium alloys with various element content. Rare Met. 2013, 32, 555–559. [CrossRef]

31. Meka, S.R.; Chauhan, A.; Steiner, T.; Bischoff, E.; Ghosh, P.K.; Mittemeijer, E.J. Generating duplex
microstructures by nitriding; nitriding of iron based Fe–Mn alloy. Mater. Sci. Technol. 2015, 32, 883–889.
[CrossRef]

http://dx.doi.org/10.3390/ma7128168
http://www.ncbi.nlm.nih.gov/pubmed/28788296
https://www.forginal-medical.com
http://dx.doi.org/10.2320/matertrans1989.34.1217
http://dx.doi.org/10.1007/s11661-002-0110-9
http://dx.doi.org/10.1090/S0025-5718-1973-0351118-5
http://dx.doi.org/10.1108/RPJ-05-2018-0112
http://dx.doi.org/10.1016/j.matpr.2018.06.119
http://dx.doi.org/10.1007/s40516-015-0010-7
http://dx.doi.org/10.1007/s11663-011-9599-x
http://dx.doi.org/10.2351/1.2164485
http://dx.doi.org/10.1179/1743284715Y.0000000073
http://dx.doi.org/10.1016/j.mser.2018.04.001
www.deform.com
https://www.engineeringtoolbox.com/convective-heat-transfer-d_430.html
https://www.engineeringtoolbox.com/convective-heat-transfer-d_430.html
http://dx.doi.org/10.1007/s11837-003-0013-2
http://dx.doi.org/10.1115/1.4024394
http://dx.doi.org/10.1016/j.msea.2008.03.030
http://dx.doi.org/10.1007/s12598-013-0165-3
http://dx.doi.org/10.1179/1743284715Y.0000000098


J. Manuf. Mater. Process. 2019, 3, 69 12 of 12

32. Reichelt, K.; Jiang, X. The preparation of thin films by physical vapour deposition methods. Thin Solid Films
1990, 191, 91–126. [CrossRef]

33. Davies, P.; Johal, A.; Davies, H.; Marchisio, S. Powder interlayer bonding of titanium alloys: Ti-6Al-2Sn-
4Zr-6Mo and Ti-6Al-4V. J. Adv. Manuf. Technol. 2019. [CrossRef]

© 2019 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access
article distributed under the terms and conditions of the Creative Commons Attribution
(CC BY) license (http://creativecommons.org/licenses/by/4.0/).

http://dx.doi.org/10.1016/0040-6090(90)90277-K
http://dx.doi.org/10.1007/s00170-019-03445-3
http://creativecommons.org/
http://creativecommons.org/licenses/by/4.0/.

	Introduction 
	Materials and Methods 
	Results 
	Thermal 
	Mechanical Partitions 

	Discussion 
	Conclusions 
	References

